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Exposure of Waste Lock® 770 to Cobalt Radiation
(Absorbency of Dry Polymer After Radiation Exposure)

Cobalt Source, University of Michigan
Phoenix Memorial Laboratory
Output = 708,700 rads/hour

Absorbency measured with 1% NaCl solution
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